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Parameter Data source 

Sc: sulfur content in calcined coke (percent weight) ............................................................. 1.9. 
Ashc: ash content in calcined coke (percent weight) ............................................................ 0.2. 
CD: carbon in skimmed dust from S<derberg cells (metric ton C/metric ton Al) ................. 0.01. 

CO2 Emissions from Pitch Volatiles Combustion (VSS and HSS) 

GA: initial weight of green anodes (metric tons) ................................................................... Individual facility records. 
Hw: annual hydrogen content in green anodes (metric tons) ............................................... 0.005 × GA. 
BA: annual baked anode production (metric tons) ............................................................... Individual facility records. 
WT: annual waste tar collected (metric tons) ....................................................................... (a) 0.005 × GA. 
(a) Riedhammer furnaces ...................................................................................................... (b) insignificant. 
(b) all other furnaces.

CO2 Emissions From Bake Furnace Packing Materials (CWPB and SWPB) 

PCC: annual packing coke consumption (metric tons/metric ton baked anode) .................. 0.015. 
BA: annual baked anode production (metric tons) ............................................................... Individual facility records. 
Spc: sulfur content in packing coke (percent weight) ............................................................ 2. 
Ashpc: ash content in packing coke (percent weight) ........................................................... 2.5. 

[74 FR 56374, Oct. 30, 2009, as amended at 75 FR 79156, Dec. 17, 2010] 

Subpart G—Ammonia 
Manufacturing 

§ 98.70 Definition of source category. 

The ammonia manufacturing source 
category comprises the process units 
listed in paragraphs (a) and (b) of this 
section. 

(a) Ammonia manufacturing proc-
esses in which ammonia is manufac-
tured from a fossil-based feedstock pro-
duced via steam reforming of a hydro-
carbon. 

(b) Ammonia manufacturing proc-
esses in which ammonia is manufac-
tured through the gasification of solid 
and liquid raw material. 

§ 98.71 Reporting threshold. 

You must report GHG emissions 
under this subpart if your facility con-
tains an ammonia manufacturing proc-
ess and the facility meets the require-
ments of either § 98.2(a)(1) or (2). 

§ 98.72 GHGs to report. 

You must report: 
(a) CO2 process emissions from steam 

reforming of a hydrocarbon or the gas-
ification of solid and liquid raw mate-
rial, reported for each ammonia manu-
facturing process unit following the re-
quirements of this subpart (CO2 process 
emissions reported under this subpart 
may include CO2 that is later consumed 
on site for urea production, and there-
fore is not released to the ambient air 

from the ammonia manufacturing 
process unit). 

(b) CO2, CH4, and N2O emissions from 
each stationary fuel combustion unit. 
You must report these emissions under 
subpart C of this part (General Sta-
tionary Fuel Combustion Sources), by 
following the requirements of subpart 
C, except that for ammonia manufac-
turing processes subpart C does not 
apply to any CO2 resulting from com-
bustion of the waste recycle stream 
(commonly referred to as the purge gas 
stream). 

(c) CO2 emissions collected and trans-
ferred off site under subpart PP of this 
part (Suppliers of CO2), following the 
requirements of subpart PP. 

[74 FR 56374, Oct. 30, 2009, as amended at 75 
FR 79156, Dec. 17, 2010] 

§ 98.73 Calculating GHG emissions. 
You must calculate and report the 

annual process CO2 emissions from 
each ammonia manufacturing process 
unit using the procedures in either 
paragraph (a) or (b) of this section. 

(a) Calculate and report under this 
subpart the process CO2 emissions by 
operating and maintaining CEMS ac-
cording to the Tier 4 Calculation Meth-
odology specified in § 98.33(a)(4) and all 
associated requirements for Tier 4 in 
subpart C of this part (General Sta-
tionary Fuel Combustion Sources). 

(b) Calculate and report under this 
subpart process CO2 emissions using 
the procedures in paragraphs (b)(1) 

VerDate Mar<15>2010 15:14 Aug 27, 2013 Jkt 229168 PO 00000 Frm 00656 Fmt 8010 Sfmt 8002 Y:\SGML\229168.XXX 229168w
re

ie
r-

av
ile

s 
on

 D
S

K
5T

P
T

V
N

1P
R

O
D

 w
ith

 C
F

R



647 

Environmental Protection Agency § 98.73 

through (b)(5) of this section for gas-
eous feedstock, liquid feedstock, or 
solid feedstock, as applicable. 

(1) Gaseous feedstock. You must cal-
culate, from each ammonia manufac-

turing unit, the CO2 process emissions 
from gaseous feedstock according to 
Equation G–1 of this section: 
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(Eq. G-11)

Where: 
CO2,G,k = Annual CO2 emissions arising from 

gaseous feedstock consumption (metric 
tons). 

Fdstkn = Volume of the gaseous feedstock 
used in month n (scf of feedstock). 

CCn = Carbon content of the gaseous feed-
stock, for month n (kg C per kg of feed-
stock), determined according to 98.74(c). 

MW = Molecular weight of the gaseous feed-
stock (kg/kg-mole). 

MVC = Molar volume conversion factor (849.5 
scf per kg-mole at standard conditions). 

44/12 = Ratio of molecular weights, CO2 to 
carbon. 

0.001 = Conversion factor from kg to metric 
tons. 

k = Processing unit. 
n = Number of month. 

(2) Liquid feedstock. You must cal-
culate, from each ammonia manufac-
turing unit, the CO2 process emissions 
from liquid feedstock according to 
Equation G–2 of this section: 
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(Eq. G-2)

Where: 
CO2,L,k = Annual CO2 emissions arising from 

liquid feedstock consumption (metric 
tons). 

Fdstkn = Volume of the liquid feedstock used 
in month n (gallons of feedstock). 

CCn = Carbon content of the liquid feedstock, 
for month n (kg C per gallon of feed-
stock) determined according to 98.74(c). 

44/12 = Ratio of molecular weights, CO2 to 
carbon. 

0.001 = Conversion factor from kg to metric 
tons. 

k = Processing unit. 
n = Number of month. 

(3) Solid feedstock. You must cal-
culate, from each ammonia manufac-
turing unit, the CO2 process emissions 
from solid feedstock according to 
Equation G–3 of this section: 
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Where: 

CO2,S,k = Annual CO2 emissions arising from 
solid feedstock consumption (metric 
tons). 

Fdstkn = Mass of the solid feedstock used in 
month n (kg of feedstock). 

CCn = Carbon content of the solid feedstock, 
for month n (kg C per kg of feedstock), 
determined according to 98.74(c). 

44/12 = Ratio of molecular weights, CO2 to 
carbon. 

0.001 = Conversion factor from kg to metric 
tons. 

k = Processing unit. 
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n = Number of month. 

(4) You must calculate the annual 
process CO2 emissions from each am-

monia processing unit k at your facil-
ity summing emissions, as applicable 
from Equation G–1, G–2, and G–3 of this 
section using Equation G–4. 

ECO G S L2 2 2 2k
= + CO  + CO   CO (Eq. G-4), , ,

Where: 

ECO2k = Annual CO2 emissions from each am-
monia processing unit k (metric tons). 

k = Processing unit. 

(5) You must determine the combined 
CO2 emissions from all ammonia proc-
essing units at your facility using 
Equation G–5 of this section. 

CO = E (Eq. G-5)2 CO2
k=1

n

k∑
Where: 

CO2 = Annual combined CO2 emissions from 
all ammonia processing units (metric 
tons) (CO2 process emissions reported 
under this subpart may include CO2 that 
is later consumed on site for urea pro-
duction, and therefore is not released to 
the ambient air from the ammonia man-
ufacturing process unit(s)). 

ECO2k = Annual CO2 emissions from each am-
monia processing unit (metric tons). 

k = Processing unit. 
n = Total number of ammonia processing 

units. 

(c) If GHG emissions from an ammo-
nia manufacturing unit are vented 
through the same stack as any combus-
tion unit or process equipment that re-
ports CO2 emissions using a CEMS that 
complies with the Tier 4 Calculation 
Methodology in subpart C of this part 
(General Stationary Fuel Combustion 
Sources), then the calculation method-
ology in paragraph (b) of this section 
shall not be used to calculate process 
emissions. The owner or operator shall 
report under this subpart the combined 
stack emissions according to the Tier 4 
Calculation Methodology in § 98.33(a)(4) 
and all associated requirements for 
Tier 4 in subpart C of this part. 

[74 FR 56374, Oct. 30, 2009, as amended at 75 
FR 79156, Dec. 17, 2010] 

§ 98.74 Monitoring and QA/QC require-
ments. 

(a) You must continuously measure 
the quantity of gaseous or liquid feed-
stock consumed using a flow meter. 
The quantity of solid feedstock con-
sumed can be obtained from company 
records and aggregated on a monthly 
basis. 

(b) You must document the proce-
dures used to ensure the accuracy of 
the estimates of feedstock consump-
tion. 

(c) You must determine monthly car-
bon contents and the average molec-
ular weight of each feedstock con-
sumed from reports from your supplier. 
As an alternative to using supplier in-
formation on carbon contents, you can 
also collect a sample of each feedstock 
on a monthly basis and analyze the 
carbon content and molecular weight 
of the fuel using any of the following 
methods listed in paragraphs (c)(1) 
through (c)(8) of this section, as appli-
cable. 

(1) ASTM D1945–03 Standard Test 
Method for Analysis of Natural Gas by 
Gas Chromatography (incorporated by 
reference, see § 98.7). 

(2) ASTM D1946–90 (Reapproved 2006) 
Standard Practice for Analysis of Re-
formed Gas by Gas Chromatography 
(incorporated by reference, see § 98.7). 

(3) ASTM D2502–04 (Reapproved 2002) 
Standard Test Method for Estimation 
of Mean Relative Molecular Mass of 
Petroleum Oils from Viscosity Meas-
urements (incorporated by reference, 
see § 98.7). 

(4) ASTM D2503–92 (Reapproved 2007) 
Standard Test Method for Relative Mo-
lecular Mass (Molecular Weight) of Hy-
drocarbons by Thermoelectric Meas-
urement of Vapor Pressure (incor-
porated by reference, see § 98.7). 

(5) ASTM D3238–95 (Reapproved 2005) 
Standard Test Method for Calculation 
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